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1. Client
Name : HYUNDAI L&C
Address : 7, 8F, CENTER1 Bldg, 26, Uljiro 5-gil, Jung-gu, Seoul

2. Sample Description : BODAQ INTERIOR FILM
3. Date of Test : 2019.12. 18 ~ 2020. 01. 06

4. Location of Test : Ml Permanent [J On Site Testing
(Address: 21, Yangcheong-3gil, Ochang-eup, Cheongwon-gu, Chungbuk, Korea )

5. Test method used : See The Next Page.
6. Test Results : Attached Pages.
/ / Tested by " | Technical Manager
Affirmation o~
Name : Kwon hyun wook Name : Kwon jun t ih/

The above testing certificate is the accredited tesf result by Korea Laboratory Ac»re@c&ﬁion Scheme, which
signed the ILAC-MRA(International Laboratory Accreditation Cooperation-Mutual Rec gnition Arrangement).
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FITI Testing & Research Institute
TJure Je Geo

Accredited by KOLAS, Republic of KOREA

President

% Report Verification No : E93N-JYHG-3G4l
(You can see the authenticity of your test report through the above "Report Verification No." at FITI homepage.)
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The-testresults-contained-in-this 7epert are-limited-to results-on the-sample(s) that is-provided by client and-are-not ily-indicative-or representative—
of the qualities of the ot from which the sample(s) was taken or of all producis. Reesiis containad in this ronost aro ool basad an the auality certification

of sample by the FITt quality certification program untess specifically requested by the client. Further use of the results of this report is prohibited unless
allowed under a separate agreement set forth in an official document that is established between the client identified on this letter and the FITI.

This test report is related to KS Q ISO/IEC 17025 and KOLAS accreditation.
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01. HEAVY METAL'S CONTENT : mg/kg
ITEMS TEST :FSULT TEST METHOD DE?IEI\(A:I-.FI_ION
CADMIUM (Cd) LESS THAN 1 IEC 62321-5: 2013 1
LEAD (Pb) LESS THAN 10 IEC 62321-5: 2013 10 |
MERCURY (Hg) LESS THAN 0.1 IEC 62321-4 : 2013 0.1

NOTE) THE TEST WAS CONDUCTED AFTER REMOVING THE RELEASE LINER BY THE CLIENT'S REQUEST.

02. PBBs(POLYBROMINATED BIPHENYLS) CONTENT : mgl/kg

ITEMS =T, :1ESULT TEST METHOD DETUE,\(;ITT'ON

MONOBROMOBIPHENYL LESS THAN 5

DIBROMOBIPHENYL LESS THAN 5

TRIBROMOBIPHENYL LESS THAN 5
TETRABROMOBIPHENYL LESS THAN 5
PENTABROMOBIPHENYL LESS THAN 5 A\ R |
HEXABROMOBIPHENYL LESS THAN 5
HEPTABROMOBIPHENYL LESS THAN 5
OCTABROMOBIPHENYL LESS THAN 5
NONABROMOBIPHENYL LESS THAN 5
DECABROMOBIPHENYL LESS THAN 5

NOTE) THE TEST WAS CONDUCTED AFTER REMOVING THE RELEASE LINER BY THE CLIENT'S REQUEST.
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03. PBDEs(POLYBROMINATED DIPHENYL ETHERS) CONTENT : mg/kg
ITEMS TEST RESULT TEST METHOD DETECTION
#1 LIMIT

MONOBROMODIPHENYL ETHER LESS THAN 5

DIBROMODIPHENYL ETHER LESS THAN 5

TRIBROMODIPHENYL ETHER LESS THAN 5
TETRABROMODIPHENYL ETHER LESS THAN 5
PENTABROMODIPHENYL ETHER LESS THAN 5 IEC 62321-6 : 2015 5
HEXABROMODIPHENYL ETHER LESS THAN 5
HEPTABROMODIPHENYL ETHER LESS THAN 5
OCTABROMODIPHENYL ETHER LESS THAN 5
NONABROMODIPHENYL ETHER LESS THAN 5
DECABROMODIPHENYL ETHER LESS THAN 5

NOTE) THE TEST WAS CONDUCTED AFTER REMOVING THE RELEASE LINER BY THE CLIENT'S REQUEST.

** End of The Report **
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